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TEST REPORT

: Ramco Industries limited,
Auras Corporate center II & VI Floor
98A, Dr.Radhakrishnan Road
Post Box No. 2949, Mylapore, Chennai -4

: To determine the thermal conductivity
(As per Guarded Hot Plate method, ASTM CI77 and ISO 8302

: Fiber Cement Board ( HICEM FLEXO)

.: The thermal conductivity of the sample tested was observed

To be 0.147 WmK at mean specimen temperature of 28o C.

: There is no significant variation in the thermal conductivity at

mean specimen temperature of 500 C
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